
QUALITY ASSURANCE REQUIREMENTS

Brass, Naval: Flat products (plate, bar, sheet, and strip) shall be identified/
marked per ASTM B249.   Each piece will be marked on one surface at 
recurring intervals not greater than 3 ft. along one length-wise edge.  Markings 
will include purchase order number, alloy designation, temper, size, shape, 
weight, and manufacturer's name.

Any material received unmarked will be processed as 
nonconforming material.
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